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PRODUCT :Jul.LITIN 
DRY'IiALL ACCL"'SORY FINISHING COMPOUND 
PRODUCTS CASEIN B'I.SE 

~APPROVAlS: PROCUCING PIAeiT 

.,:#'1 SEATTLE 

BULLEr HI DESCRIPTION 

220 Whitil'lg . 
047 Asbestos, 7RF10 

251 Mica, P80F 

084 Casein (Unoiled) 
-

o25 AlwDDnium Oxalate 

Tetra Sodium "' ""osphate 

430 Sodium Tripolyphosphate 

45J PMA-lOSEP 

079 Cellosize T JC 

Zinc Oxide 

''·=""..., {J ~ /Pe' 
' 

TOTAL 

MA,NUFACTU!llffG INSTRUGI'IONS: 

1. See Process Bulletin No. J-303. 
2. Mixing time shall be 8 minutes minimum and 

QUALI!X I!!NTROL: 

TM-1 · Viscosity, 150 gm cylinder @ 5 sec. 
200 gm to 150 cc water 

'IU-JA Bond 

TM-6 Application 

TM-7 Workability 

BUllETIN NO: 6103 
DATE: (9/25/69) 
PAGE: 1 of 2 
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CANCELS: 6103 
DATE: ( 8/25/69) 

% POUNDS 
' 

GAL!fl'·jS 

75.90 2300 

4.95 150 

lJ .20 400 

3.96 120 

.49 15 . 

.08 2.5 

.;39 12 

.17 5 

.66 20 

.20 6 

100.00 3030.5 

12 minutes maximum. 

JB-40 mm 

6- 7 

Equal to Standard 

Equal to Standard 
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